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The electronic states of core/shell CdSe/CdS and CdSe/CdTe heterostructure quantum dots are
studied by large-scale �rst-principles calculations. According to their natural band-o�set alignments
CdSe/CdS is a type-I heterostructure and CdSe/CdTe is a type-II heterostructure. We found that,
the electron state changes very litte, but the hole wavefunction in CdSe/CdS quantum dots has been
localized within the core, while the hole wavefunction in CdSe/CdTe quantum dots is localized within
the shell. The hole state in CdSe/CdTe quantum dots has drastically di�erent characteristics as in
CdSe and CdSe/CdS quantum dots. The band alignment, strain e�ect, and quantum con�nment
are all important to determine the electronic structures of these systems.

PACS numbers: 73.22.-f, 71.15.Mb, 79.60.Jv

During the last decade, technology advances in col-
loid chemistry have led to fabrication of high quality
size-controlled semiconductor nanocrystal quantum dots
(QDs). [1] Of special interest are the wet chemical syn-
thesis of two materials core/shell structure QDs, which
extends the rich physics of 2D superlattices [2] into the
area of 0D QDs. According to their band alignments,
the heterostructures can be classi�ed as type-I (the min-
imum of conduction band and the maximum of valence
band are in the same material) or type-II, showing dras-
tic di�erences in the electronic structure. In 0D het-
erostructure QDs, the type-I and type-II systems are also
expected to show di�erent properties. But in this case,
the band alignment e�ects are coupled with the strong
quantum con�nements and strong strain e�ects. These
make these systems physically interesting. They also
make highly accurate electronic structure calculations
necessary. Recently, a number of experimental groups
have reported the fabrication of well controlled core/shell
structure QDs, such as CdSe/CdS, [3, 4] CdSe/ZnS, [5]
InAs/CdSe, [6] and CdTe/CdSe QDs [7]. Their electronic
structures and optical properties are carefully studied,
and in some cases [4] improved devices are developed
based on these core/shell QDs.

Theoretically, a few approaches have been used to
study these systems. These include the e�ective mass
method [8], multi-band k � p method [9] and empirical
tight-binding method [10]. But all these methods are
highly approximated in nature. It has been shown that
the applicabilities of the continuum e�ective mass and
k � p theory to the few monolayer size QDs are ques-
tionable [11]. The empirical tight-binding method might
su�er from its uncertainty of the �tting parameters and
poor transferibility from bulk to QDs. Thus, it is much
more desirable to do reliable �rst principle calculations
to these systems. Here, using a recently developed charge
patching method, we have carried out �rst principle local
density approximation (LDA) calculations for the 2000
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atom QDs. To model an ideal passivation, we have used
pseudo-hydrogen atoms (with fractional nuclei charges
and numbers of electons) on the surface of the QD. Then,
atomistic valence force �eld (VFF) [12] is used to relax
the atomic positions. After the atomic positions are re-
laxed, the total electronic charge density of a given sys-
tem is generated by assembling of charge motifs on each
atoms. These charge motifs are calculated from small
prototype systems with similar atomic environments as
in the nanosystem. Then the total electron potential is
generated from the charge density and the band edge
eigen states are solved using the folded spectrum method
[13]. The resulting single particle eigen energies have a
typical error of �20 meV compared to direct LDA cal-
culations, and the eigen energy splittings within valence
band and conduction band have typical errors of just �5
meV. Thus the current calculation has almost the same
accuracy as a straight forward direct �rst principle LDA
calculation. The details of this method will be reported
elsewhere. We have used planewave basis sets and norm
conserving pseudopotentials with a planewave cuto� of
35 Ryd. This results in a real space grid of 384�360�360
to calculate the following systems. Spin-orbit interaction
is included in the single particle's Schrodinger equation.

Two core/shell QDs with wurtzite (WZ) crystal struc-
ture are studied: CdSe/CdS and CdSe/CdTe. The diam-
eter of the core is 29:03�A and the thickness of the shell
is 7:6�A. These core/shell system will be compared with
the pure CdSe quantum dot results with a diameter of
44:23�A. For the VFF parameters, we have used the ex-
perimental bulk lattice constants, for CdSe: a = 4:3�A;
CdS: a = 4:11�A; CdTe: a = 4:58�A.

There are several questions we like to answer through
this study: What is the band alignment of these struc-
tures? How does the strain e�ect changes the band align-
ment? What are the qualitative di�erence between the
type-I and type-II core/shell structures? Are the shell
strong enough to con�ne or shield the single particale
states? What are the e�ects on the band gap, optical
transition matrix elements, and electron-hole Coulomb
interactions? We have the following �ndings.

(1) Band alignment of CdSe/CdS and CdSe/CdTe het-
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FIG. 1: Schematic plot of the band alignments discussed in
this letter. The solid arrows denote the lowest band gap.

erojunctions: We �rst use self-consistent LDA to calcu-
late the band alignment of CdSe/CdS and CdSe/CdTe
via a 2D superlattice. The resulting natural (both ma-
terials in their relaxed lattice constants) band o�sets in-
cluding the spin-orbit interaction are shown in Fig. 1. As
we can see, the CdSe/CdS has a type-I band alignment,
and the CdSe/CdTe has a type-II band alignment.Our
calculation is in quantitative agreement with Ref.[14] cal-
culated with an all electron linearized augmented plane
wave (LAPW) method. Note that, calculated by LDA,
there is a signi�cant error in our band gap. However,
since the conduction band alignment in Fig.1 is almost
the same as the results with the experimental band gap
[14], there is no need to correct the absolute LDA band
gap in our study. In some early studies, it is assumed
that the CdSe/CdS has a type-II band alignment [15, 16],
but that is not consistent with the recent ab initio cal-
culations [14] and experiments [3]. In the tight-binding
calculation of Ref.[10], a type-II band alignment is used
for CdSe/CdS, and a very large 1.3 eV valence band o�-
set (compared to our ab initio results in Fig.1) is used
in their �tting. This highlights the advantages of the ab
initio calculations.

After the VFF relaxation, the QD CdS layer has a
tensile strain, while CdTe has a compressive strain. This
results in a modi�ed band alignment shown as the dash
lines in Fig.1. A major change is the conduction band
alignment in the CdSe/CdS QD. After the relaxation,
there is almost no electron con�nement in this system,
while the con�nement in CdSe/CdTe increased signi�-
cantly. Note that, Fig.1 is used to analysis the results,
not used to �t any potentials in the following calcula-
tions. In our �rst principle calculation, there is no need
for �ttings of any kinds.

(2) Wavefunction distribution : The contour plots of
wavefunction squares on a cross section perpendicular
to the WZ c-axis are shown in Fig.2 for pure CdSe,
CdSe/CdS, and CdSe/CdTe. First, the singlet conduc-
tion band minimum (CBM) states have a s-like sym-
metry, while the singlet valence band maximum (VBM)
states consist mainly of two bulk Bloch states of �9 and
�7, which have pxy and pz characters respectively. Com-

(a)CBM (b)VBM
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(c)CBM (d)VBM

CdSe/CdS QDs

(e)CBM (f)VBM

CdSe/CdTe QDs

FIG. 2: Contour plot of charge density distribution of CBM
and VBM state of (a),(b) CdSe QDs; (C), (d) CdSe/CdS
(core/shell) QDs; (e), (f) CdSe/CdTe (core/shell) QDs. Yel-
low dots represent Cd-atom, magenta dots represent Se-atom,
white dots represent S or Te atom. The white dashed-circles
indicate the boundaries between di�erent materials. The sur-
face atoms are not ploted in this �gure. Red, yellow, green,
and blue colors indicate electron density from higher to lower.

paring to the pure CdSe case, the CdS and CdTe shell
have their main e�ects on the VBM. The CBM states
have only been modi�ed slightly. The small changes of
the electron states are attributed to the small e�ective
masses of the conduction band and relatively small band
o�sets. Notice that, in Ref.[10] the tight-binding calcula-
tion produces a dramatic change in the electron state, in
sharp contrast with our ab initio results. For CdSe/CdS
QD, 96% of the VBM is contained inside the CdSe core.
For CdSe/CdTe QD, most of the VBM is within the
shell. More strikingly, we see a well de�ned hexagon for
the VBM wavefunction, and the atomic character of the
wavefunction is a pxy along the lines of the hexagon. This
surprising arrangement of the wavefunction can be under-
stood by the quantum con�nment e�ect. The con�nment
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FIG. 3: Averaged wavefunction squares for (a)CBM and (b)
VBM states of CdSe QDs, CdSe/CdS QDs, and CdSe/CdTe
QDs. The arrows indicate the boundaries of CdSe/CdS or
CdSe/CdTe interface.

e�ect within the shell comes mainly from the radius di-
rection. By aligning the p character along the lines of
the hexagon, the VBM will have a heavy hole e�ective
mass in the direction of the con�nment. This situation
is di�erent from the VBM in spherical con�nment as in
the case of CdSe and CdSe/CdS QDs.
Fig.3 plots the spherically averaged wavefunction

squares at di�erent radius. We see that, for CBM, the
situation for CdSe and CdSe/CdS QDs are quite similar
in agreement with Fig.1, while for CdSe/CdTe QD there
are some signi�cant changes in the electron state. The
averaged CBM wavefunction squares at the surface of
the QDs have a ratio of 10/5/4 for CdSe, CdSe/CdS and
CdSe/CdTe QDs, while this ratio for VBM is 10/1/13.
Thus, for the CdSe/CdS QD, the VBM wavefunction is
signi�cantly suppressed near the dot surface. This is con-
sistent with the experimental results of the decreased ox-
idization rate in the CdSe/CdS QD[3]. In order to be ox-
idized, the hole wavefuntion needs to be leaked out into
the surface. This is reduced by about 10 times accord-
ing to our calculation. For VBM of CdSe/CdTe QD, we

see predominant peak inside the shell region. The con-
trast between the CdSe/CdS and CdSe/CdTe QDs sig-
ni�es the qualitative di�erences between the type-I and
type-II core/shell QDs.

(3) Band gap and optical transition intensities: In
our calculation, the three QDs have the same overall size.
But their band gaps are very di�erent. The QDs band
gap are Eg = 1:286; 1:393; 0:724eV for CdSe, CdSe/CdS,
and CdSe/CdTe respectively. This suggests that the
shell-layer of the QDs has added another dimention to
tailor the band gap of the QDs. The optical transition
matrix element between the CBM and VBM states is
given by Qxyz = j <  CBM jPxyzj V BM > j

2. We �nd
Q = 1:712; 2:071; 0:487� 10�3eV for the three QDs in
Fig.2. From CdSe, CdSe/CdS QD to CdSe/CdTe QD,
the character of VBM state has changed drastically, al-
though their symmetry remains the same. The absorp-
tion spectra of type-II QDs in Fig. 2 of Ref.[7] show a
featureless absorption tail into the red and near-infrared.
This is in agreement with our result of very weak opti-
cal transition intensity from CBM to VBM state in the
CdSe/CdTe QD.

(4) Strain e�ect on the heterostrcture QDs: As we
have shown in Fig.1, strain changes the band o�set. As
a result of that, the strain also changes the band gaps
of the QDs. For CdSe/CdS QD, if ideal WZ atomic po-
sitions (with average lattice constant) are taken without
VFF relaxation, the Eg would be 1.329eV. After the VFF
atomic relaxation, the Eg is 1.393eV. So, the strain ef-
fect is 64meV. For CdSe/CdTe QD, the atomic relaxation
causes a change of 163meV in the band gap. This indi-
cates that in a heterostructure QD, the band alignment,
the strain e�ects and the quantum con�nements are all
important.

(5) Electron hole Coulomb interaction: The strong
localizations of wavefunctions shown in Fig. 2 also
demonstrate themselve in the screened electron-hole
Coulomb interaction, which is de�nded as Eb =
R R

j e(r1)
2
jj h(r2)

2
j

�(r1�r2)jr1�r2j
dr1dr2 where �(r1 � r2) is an non-

local screening function for a quantum dot.[13] Using the
above formula, we obtained Eb = 0:148; 0:163; 0:103eV
for CdSe, CdSe/CdS and CdSe/CdTe QDs. The strong
hole con�nment in CdSe/CdS causes it to have the largest
electron-hole Coulomb interaction.
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